
Leather — Tests for colour fastness — 
General principles of testing
Cuir — Essais de solidité des coloris — Principes généraux 
s’appliquant aux essais

INTERNATIONAL 
STANDARD

ISO 
7906

IULTCS 
IUF 120

First edition 
2022-10

Reference numbers 
ISO 7906:2022(E) 

IULTCS/IUF 120:2022(E)

© ISO 2022

IS
O

 7
90

6:
20

22
 - 

Pr
ev

ie
w

 o
nl

y 
C

op
y 

vi
a 

IL
N

A
S 

e-
Sh

op



ii

ISO 7906:2022(E) 
IULTCS/IUF 120:2022(E)

COPYRIGHT PROTECTED DOCUMENT

©  ISO 2022
All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may 
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting on 
the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address below 
or ISO’s member body in the country of the requester.

ISO copyright office
CP 401 • Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

   © ISO 2022 – All rights reserved
 

IS
O

 7
90

6:
20

22
 - 

Pr
ev

ie
w

 o
nl

y 
C

op
y 

vi
a 

IL
N

A
S 

e-
Sh

op

https://www.iso.org


ISO 7906:2022(E) 
IULTCS/IUF 120:2022(E)

Foreword ........................................................................................................................................................................................................................................iv
1  Scope ................................................................................................................................................................................................................................. 1
2  Normative references ..................................................................................................................................................................................... 1
3	 	Terms	and	definitions .................................................................................................................................................................................... 1
4  General principles .............................................................................................................................................................................................. 2
5  Outline of form of the methods ............................................................................................................................................................. 2
6  The “Scope” clause .............................................................................................................................................................................................. 2
7  The “Normative references” clause.................................................................................................................................................. 2
8	 	The	“Terms	and	definitions”	clause ................................................................................................................................................ 2
9  The “Principle” clause .................................................................................................................................................................................... 2
10  The “Apparatus”, “Reagents” or “Reference materials” clause(s) .................................................................... 2

10.1  General ........................................................................................................................................................................................................... 2
10.2  Test solutions ........................................................................................................................................................................................... 3
10.3  Adjacent materials ............................................................................................................................................................................... 3
10.4  Coating substances ............................................................................................................................................................................. 4
10.5  Standard reference for fading ................................................................................................................................................... 4
10.6  Standard reference for rubbing and soiling.................................................................................................................. 4
10.7  Selection and use of adjacent fabrics .................................................................................................................................. 4

10.7.1  General ........................................................................................................................................................................................ 4
10.7.2  Types of adjacent fabric ................................................................................................................................................ 4
10.7.3  Dimensions and use of adjacent fabrics ......................................................................................................... 4

11  The “Test specimen” clause ...................................................................................................................................................................... 5
11.1  General ........................................................................................................................................................................................................... 5
11.2  Preparation of specimens ............................................................................................................................................................. 5
11.3  Preparation of composite specimens ................................................................................................................................. 5

11.3.1  General ........................................................................................................................................................................................ 5
11.3.2  Staples .......................................................................................................................................................................................... 5
11.3.3  Composite specimens using two single-fibre adjacent fabrics ................................................. 5
11.3.4  Composite specimens using one multifibre adjacent fabric ........................................................ 6

12  Conditioning ............................................................................................................................................................................................................. 6
13  The “Procedure” clause ................................................................................................................................................................................ 6
14  Assessment of colour fastness ............................................................................................................................................................... 7

14.1  General conditions .............................................................................................................................................................................. 7
14.2  Colour fastness with respect to change in colour ................................................................................................... 7
14.3  Colour fastness with respect to staining ........................................................................................................................ 8

15  Conditions of viewing and illumination in assessing colour fastness ........................................................ 8
16  Test report .................................................................................................................................................................................................................. 8
Annex A (informative) Leather fastness test methods ..................................................................................................................10
Bibliography .............................................................................................................................................................................................................................11

iii© ISO 2022 – All rights reserved  

Contents Page

IS
O

 7
90

6:
20

22
 - 

Pr
ev

ie
w

 o
nl

y 
C

op
y 

vi
a 

IL
N

A
S 

e-
Sh

op


