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National Foreword

This European Standard EN 13658-1:2005 was adopted as Luxembourgish Standard 
ILNAS-EN 13658-1:2005.

Every interested party, which is member of an organization based in Luxembourg, can 
participate for FREE in the development of Luxembourgish (ILNAS), European (CEN, 
CENELEC) and International (ISO, IEC) standards: 
 
- Participate in the design of standards 
- Foresee future developments 
- Participate in technical committee meetings

https://portail-qualite.public.lu/fr/normes-normalisation/participer-normalisation.html

THIS PUBLICATION IS COPYRIGHT PROTECTED 
Nothing from this publication may be reproduced or utilized in 
any form or by any mean - electronic, mechanical, photocopying 
or any other data carries without prior permission!
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Foreword 

This document (EN 13658-1:2005) has been prepared by Technical Committee CEN/TC 241 “Gypsum and gypsum 
based products”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by November 2005, and conflicting national standards shall be withdrawn at the latest 
by February 2007. 

This document has been prepared under a mandate given to CEN by the European Commission and the European 
Free Trade Association, and supports essential requirements of EU Directive(s). 

For relationship with EU Directive(s), see informative annex ZA, which is an integral part of this document. 

No existing European Standard is superseded. 

This European Standard on metal lath and beads consists of two parts : 

 Part 1 : Internal plastering 

 Part 2 : External rendering. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following coun-
tries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark, Esto-
nia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, Spain, Sweden, Switzerland and United Kingdom. 
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Introduction 

Diagram 1 shows the family of gypsum products and standards. 

 Raw gypsum 

  

 A1 – Gypsum binders 
for direct use or further processing 

   

   

A2 – Direct use on site  A3 – Further processing  

  

 

 

    

Gypsum plasters: 

B1 – Gypsum building plaster 

B2 – Gypsum based building plaster 

B3 – Gypsum-lime building plaster 

B4 – Lightweight gypsum building plaster

B5 – Lightweight gypsum based building 
plaster 

B6 – Lightweight gypsum-lime building 
plaster  

B7 – Gypsum plaster with enhanced 
surface hardness 

 Gypsum plasters for 
special purposes: 

C1 – Gypsum plaster for   
  fibrous plasterworks

C2 – Gypsum bricklaying  
 plaster 

C3 – Acoustic plaster 

C4 – Thermal insulating 
plaster 

C5 – Fire protection 
plaster 

C6 – Thin coat plaster 

 Manufactured 
elements, e. g.: 

 gypsum blocks 

 fibrous plaster 
casts 

 ceiling tiles 

 plasterboards 

 gypsum boards 
with fibrous rein-
forcement 

 metal lath and 
beads 

 

Diagram 1  Family of gypsum products 
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1 Scope 

This European Standard specifies the requirements and test methods of metal lath and beads for internal plaster-
ing. 

This European Standard covers metal lath intended to be used for fixing to structures or solid backgrounds to pro-
vide a key to hold the plaster in position. Metal lath is used vertically to support linings for walls, partitions and col-
umns and horizontally to support linings for ceilings and beams. Used in this way it enables fire protecting plaster-
ing systems to be provided. 

This European Standard covers metal beads intended to be used to improve the protection of corners and also 
provide features to the internal finish of the construction as well as metal beads intended to be used as depth 
gauge beads and movement or expansion beads. They also contribute to fire protection. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated references, 
only the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 485-2, Aluminium and aluminium alloys - Sheet, strip and plate - Part 2: Mechanical properties 

EN 485-3, Aluminium and aluminium alloys - Sheet, strip and plate - Part 3: Tolerances on dimensions and form for 
hot-rolled products 

EN 573-3, Aluminium and aluminium alloys - Chemical composition and form of wrought products - Part 3: Chemi-
cal composition 

EN 988, Zinc and zinc alloys - Specifications for rolled flat products for building 

EN 1364-1, Fire resistance tests for non-loadbearing elements - Part 1: Walls 

EN 1364-2, Fire resistance tests for non-loadbearing elements - Part 2: Ceilings 

EN 1365-1, Fire resistance tests for loadbearing elements - Part 1: Walls 

EN 1365-3, Fire resistance tests for loadbearing elements - Part 3: Beams 

EN 1365-4, Fire resistance tests for loadbearing elements - Part 4: Columns 

EN 10088-1, Stainless steels - Part 1: List of stainless steels 

EN 10088-2, Stainless steels - Part 2: Technical delivery conditions for sheet/plate and strip for general purposes 

EN 10143, Continuously hot-dip metal coated steel sheet and strip - Tolerances on dimensions and shape 

EN 10169-1, Continuously organic coated (coil coated) steel flat products - Part 1: General information (definitions, 
materials, tolerances, test methods) 

EN 10218-2, Steel wire and wire products - General - Part 2: Wire dimensions and tolerances 

EN 10244-1, Steel wire and wire products - Non-ferrous metallic coatings on steel wire - Part 1: General principles 

EN 10258, Cold-rolled stainless steel and narrow strip and cut lengths - Tolerances on dimensions and shape 

EN 10264-4, Steel wire and wire products - Steel wire for ropes - Part 4: Stainless steel wire 
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