
ILNAS-EN 15283-1:2008+A1:2009

Gypsum boards with fibrous 
reinforcement - Definitions, 

requirements and test methods - Part 
1: Gypsum boards with mat 

Faserverstärkte Gipsplatten - Begriffe, 
Anforderungen und Prüfverfahren - Teil 1: 

Gipsplatten mit Vliesarmierung

Plaques de plâtre armées de fibres - 
Définitions, spécifications et méthodes 

d'essai - Partie 1: Plaques de plâtre 
armées d'un tissu

08/2009

IL
N

A
S-

EN
 1

52
83

-1
:2

00
8+

A
1:

20
09

 - 
Pr

ev
ie

w
 o

nl
y 

C
op

y 
vi

a 
IL

N
A

S 
e-

Sh
op



National Foreword

This European Standard EN 15283-1:2008+A1:2009 was adopted as Luxembourgish 
Standard ILNAS-EN 15283-1:2008+A1:2009.

Every interested party, which is member of an organization based in Luxembourg, can 
participate for FREE in the development of Luxembourgish (ILNAS), European (CEN, 
CENELEC) and International (ISO, IEC) standards: 
 
- Participate in the design of standards 
- Foresee future developments 
- Participate in technical committee meetings

https://portail-qualite.public.lu/fr/normes-normalisation/participer-normalisation.html

THIS PUBLICATION IS COPYRIGHT PROTECTED 
Nothing from this publication may be reproduced or utilized in 
any form or by any mean - electronic, mechanical, photocopying 
or any other data carries without prior permission!
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Foreword 

This document (EN 15283-1:2008+A1:2009) has been prepared by Technical Committee CEN/TC 241 
“Gypsum and gypsum based products”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by February 2010, and conflicting national standards shall be withdrawn 
at the latest by February 2010. 

This document includes Amendment 1, approved by CEN on 2009-08-19. 

This document supersedes EN 15283-1:2008. 

The start and finish of text introduced or altered by amendment is indicated in the text by tags !"

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This standard includes two parts: 

 Part 1: Gypsum boards with mat reinforcement 

 Part 2: Gypsum fibre boards 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association and supports essential requirements of EU Directive 89/106. 

For relationship with EU Directive (s) see informative Annex ZA which is an integral part of this document. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Diagram 1 — Families of gypsum products 
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Diagram 2 — Family of ancillary products 
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