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Amendement 2

art 2: Specifications
Specification No. 12: Thin epoxide woven glass
fabric copper-clad laminated sheet of defined
flammability, for use in the fabrication of
multilayer printed boards
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AVANT-PROPOS

Le présent amendement a été établi par le comité d’études 52 de la CEl: Circuits imprimés.

Le texte de cet amendement est issu des documents suivants:

Amendements Régle des Six Mois/DIS Rapports de vote
2 52(BC)378 §2(BC)387
52(BC)379 52(BC)388
52(BC)380 52(BC)389
5§2(BC)391 52(BC)395
1 52(BC)319 52(BC)§30\

Les rapports de vote indiqués dans le tableau ci-dessus don mation sur le

vote ayant abouti & I'approbation de cet amendement.

Une ligne verticale dans la marge différencie ie texte de
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4 Propriétés électriques
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FOREWORD

This amendment has been prepared by IEC technical committee 52: Printed circuits.

The text of this amendment is based on the following documents:

Amendments Six Months' Rule/DIS Reports on Voting
2 52(C0)378 52(C0)387
§2(C0O)379 52(C0)388
52(C0)380 52(C0)389
52(C0)391 52(C0)395
1 52(C0O)319 52(C0O)330
Full information on the voting for the approval of this amendmer i ound in the

reports on voting indicated in the above table.

The text of Amendment 2 is indicated by a vertical line in t

Page 9

4 Electrical properties

Volume resistivity afte

Volume resistiyity a
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